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ABSTRACT 

Single-pass hybrid laser-arc welding of 10-mm thick cast plates of CA6NM, a low carbon 

martensitic stainless steel, was carried out in butt joint configuration using a continuous wave fiber laser at 

its maximum power of 5.2 kW over welding speeds ranging from 0.75 m/min to 1.2 m/min. The 

microstructures from the fusion zone to the heat affected zone and base metal were characterized after post-

weld tempering at 600°C for 1 hour. From optical and scanning electron microscopy examination, the 

fusion zone was observed to mainly consist of tempered lath martensite and some residual delta-ferrite. The 

mechanical properties including microindentation hardness, ultimate tensile strength and Charpy impact 

energy were evaluated in the post-weld tempered condition and correlated to the microstructures and 

defects. The ultimate tensile strength and Charpy impact energy values of all the fully penetrated welds in 

the tempered condition were acceptable according to ASTM, ASME and industrial specifications. The 

failure mechanisms during tensile deformation and Charpy impact loading were examined by scanning 

electron microscopy, fractography and optical metallographic analysis near the fracture origin. 

KEYWORDS 

Hybrid laser-arc welding (HLAW); Cast stainless steel; Post-weld heat treatment; Microstructure; 

Mechanical properties. 
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NOMENCLATURE 

Ac1 Temperature at which austenite begins to form during heating 

BM Base metal 

EBW Electron beam welding

FCAW Flux core arc welding 

FZ Fusion zone

GMAW Gas metal arc welding 

GTAW Gas tungsten arc welding 

HAZ Heat-affected zone

HLAW Hybrid laser-arc welding 

Mf Martensite finish temperature 

Ms Martensite start temperature 

OM Optical microscopy

PMZ  Partially melted zone  

PWHT Post-weld heat treatment 

SEM Scanning electron microscopy 

INTRODUCTION 

Hydropower is one of the most widely used renewable sources of energy for electricity generation. 

Considering the long-service life of hydropower systems that can operate for more than five decades, 

proper design and manufacturing are critical for achieving high performance with low operational and 

maintenance costs. The most important part of any hydraulic power system is the turbine that is an 

assembly of various sub-components, e.g., runner blades, crowns and bands. These components are 

fabricated commonly from thick-walled stainless steel alloys, such as CA6NM, which is a low carbon 

martensitic stainless steel that is manufactured in cast form and has high strength, good toughness and 

corrosion resistance (Bilmes, Solari, & Llorente, 2001). However, the assembly and joining of the large 

hydroelectric turbine components is a great challenge from the perspective of the highly complex blade 

geometry and sizeable overall dimensions. Thus, the manufacturing quality and cost of the turbine are 

highly dependent on the ability to join such low carbon cast martensitic stainless steel components using 

methods that can provide high productivity, low material consumption and good joint integrity with any 

imperfections and distortion remaining within acceptable levels. To date, due to the relatively low 

investment costs of manual and semi-automatic arc welding systems, such as GTAW, GMAW and FCAW, 

arc welding with filler material has been widely used in industry to assemble the turbine. However, joints 

welded using arc-based manual welding processes exhibit a relatively large HAZ, high residual stresses, 

and distortion due to the considerable heat input and large thermal gradients from the multiple passes 

required for assembly. Also, compared to more advanced processes, the operational cost for assembly is 

high for arc-welding due to its relatively slow speed (low production rate), high labor intensity and cost of 

skilled welders, and considerable consumable costs; this latter is related to the small penetration depth that 

requires extensive grooving of the thick joint seam followed by multiple welds with filler metal addition 

under shielding gas protection. In the present context, where the capital expenditure for advanced 

manufacturing systems has decreased considerably, the high operating expenditure of arc welding 

processes may override their manufacturing sustainability. Hence investment in the development and 

introduction of alternative advanced welding and/or repair technologies that can improve the weld quality 

and performance, whilst reducing the overall fabrication costs is necessary for turbine manufacturers to be 

sustainable and cost-efficient in a global market. 

For hydroelectric turbine assembly, the HLAW process is believed to offer a highly competitive 

solution to improve the overall performance by combining the high energy density and fast welding speed 

of the laser technology for deep penetration at a high production rate with the good gap bridging and 

feeding ability of an arc process (Mahrle & Beyer, 2006). Hence the synergistic interactions of the laser and 

arc heating sources in HLAW enable full penetration in thick gage sections using a single pass or fewer 

passes – depending on the laser power – that, in turn, reduce the heat input, size of the FZ and HAZ, 

thermal cycling, residual stresses and distortion in the assembly, relative to conventional arc welding alone. 
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In the present work, a single-pass HLAW process was developed to join 10-mm thick CA6NM 

martensitic stainless steel plates at three different welding speeds, namely 0.75, 1.0 and 1.2 m/min. Post-

weld tempering at 600°C for 1 hour was applied according to the recommended guidelines in ASME sec. 

IX for welding and brazing qualifications of boiler & pressure vessel. The microstructure of the welds in 

the tempered condition was characterised using OM and SEM. The mechanical performance of the 

tempered welds was evaluated through measurement of the microindentation hardness, ultimate tensile 

strength and Charpy impact energy, which were then correlated to the microstructural evolution. 

Fractography on the fracture surface of the tensile and Charpy impact specimens was performed to identify 

the failure origins and mechanisms. 

EXPERIMENTAL 

Cast ASTM A743 grade CA6NM was received in plate form with a chemical composition as 

listed in Table 1. The 10-mm thick as-received plates were extracted from a newly cast CA6NM turbine 

runner blade and were heat treated as follows: (1) normalizing by first heating at a rate of 60°C/hr to 800°C 

and holding for 8 hrs followed by heating at a rate of 25°C/hr to 1030°C and holding for 27 hrs, (2) air 

cooling to a temperature below the martensite finish temperature (Mf ≈ 90°C), and (3) tempering by heating 

at a rate of 36°C/hr to 640°C and holding for 27 hrs followed by cooling at a rate of 25°C/hr. The CA6NM 

plates were then machined into coupons of 150 mm × 75 mm × 10 mm for the HLAW trials. 

The laser equipment consisted of an IPG photonics 5.2 kW continuous wave solid-state Yb-fiber 

laser attached to an ABB robotic mounting arm. A collimating lens of 200 mm, a focal lens of 300 mm and 

a fiber diameter of 0.20 mm were employed to produce a nominal focusing spot diameter of 0.30 mm. The 

defocusing distance was 2.5 mm under the workpiece top surface and the laser head was inclined 5° from 

the vertical position during welding. A Fronius Trans Pulse Synergic 4000 CMT (Cold Metal Transfer) 

GMAW power supply was used in tandem with this laser system. The top surface of the workpiece was 

shielded using a mixture of 96% argon and 4% oxygen at a flow rate of 23.6 l/min that was fed through a 

GMAW nozzle, while the bottom surface was shielded using 100% argon at a flow rate of 9.5 l/min. 

A single-pass HLAW process was developed to obtain full penetration in 10-mm thick CA6NM 

plates with a Y-groove butt joint having a bevel angle of 30º. The root size was 5 mm with a gap size of 

about 0.2 mm. The chemical composition of the AWS ER410NiMo filler wire (φ 1.14 mm) that was used is 

given in Table 1. As indicated in Table 2, HLAW was conducted at different welding speeds and the 

highest accessible laser power in “laser leading” mode. In accordance with recommended guidelines, post-

weld tempering was performed on the welded assemblies according to ASME Section IX at a holding 

temperature of 600°C for 1 hr at heating and cooling rates of 50°C/hr.  

Table 1 Chemical composition of cast CA6NM stainless steel and ER410NiMo filler metal 

Elements C Si Mn P S Cr Ni Mo Cu Others 

CA6NM 0.041 0.454 0.756 0.032 0.008 13.28 4.31 0.520 0.071 0.11 

410NiMo 0.02 0.37 0.34 0.017 0.0009 12.18 4.57 0.42 0.12 -
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and/or (ii) microstructural similarity with that of the FZ. In both HAZ2 (Figure 5a-b) and HAZ3 (Figure 5c-

d), a tempered martensitic microstructure was observed, with the exception that the grain structure in HAZ2 

was coarser than that in HAZ3. The occurrence of these microstructures in HAZ2 and HAZ3 can be 

explained from the heating cycle during welding that exposes these regions to a temperature range where 

single phase δ and dual phase δ + γ regions are respectively present, as illustrated in Figure 2c. However, 

considerable grain growth occurs when heating to the single phase δ region, and, as such, the grain 

structure in HAZ2 coarsens (Thibault et al., 2009). On cooling, the high temperature phases (δ and γ) 

undergo transformations and eventually reverse to martensite that is untempered. After tempering at 600°C, 

the tempered lath martensite remains coarser in HAZ2 than in HAZ3. In HAZ4 (Figure 5e-f) and HAZ5 

(Figure 5g-h), the martensitic microstructures after tempering appeared remarkably similar. However, 

noticeable hardness differences between the microstructures in HAZ4 and HAZ5 for the tempered hybrid 

laser-arc welds are present, as will be discussed in the next section. Here we can contemplate the phase 

transformation occurring on heating during welding into the single phase γ region (HAZ4) or low 

temperature dual phase (α + γ) region (HAZ5) using again the phase diagram given in Figure 2c. For 

instance, the gradual increase in the temperature across HAZ5 on heating during welding will increasingly 

transform the tempered martensite structure of the BM to austenite. However, considering the short time at 

the low temperature, complete transformation of the tempered martensite to austenite is unlikely in HAZ5 

but should occur within HAZ4. On cooling, the austenite formed should reverse to martensite, which is 

untempered. Hence, in HAZ4, the microstructure at room temperature after welding is predominantly 

untempered martensite, whereas in HAZ5 both tempered and untempered martensite would be present and, 

depending on the location, in different relative fractions. Also, especially in HAZ5, some retained austenite 

may form due to the tempering thermal cycle applied to CA6NM. 

Tempering of this mixed microstructure in HAZ5 after welding would then lead to some changes 

in the untempered martensite, remnant tempered martensite and retained austenite. It is noteworthy to 

understand that the untempered martensite, whether in the FZ or HAZs, is unstable before tempering due to 

(i) the inherent supersaturated structure with carbon, which is formed by diffusionless martensite

transformation, and (ii) the high dislocation density within martensite, which is related to the

transformation of austenite to martensite that results in a slight increase in volume (~ 4%) and lattice

invariant deformation (Krauss, 2012; Porter & Easterling, 1992). During tempering, the instability of the

untempered martensite can act as a driving force and cause various changes in the matrix, e.g.

rearrangement of carbon atoms and formation of carbides (M23C6), as well as a decrease in dislocation

densities. Also, during tempering the high angle inter-lath boundaries are progressively replaced by low

angle inter-lath boundaries, which render greater stability of the tempered martensite microstructure

compared to the untempered martensite (Caron & Krauss, 1972; Krauss, 2012). Hence, during tempering

the untempered martensite in HAZ5 and HAZ4 of the hybrid laser-arc welds will change to a tempered

structure, as corroborated by Sarafan et al. (2015) for post-weld tempered electron beam welds. In the case

of the remnant tempered martensite in HAZ5, the second tempering (i.e. doubled tempering) can further

reduce dislocation densities and cause stress release, leading to a more softened microstructure. Relative to

the BM, the softening in HAZ5 is likely to be greater because of the additional exposure to the tempering

temperature conditions during welding. Finally, reversed austenite can also form in HAZ5 during post-weld

tempering. This austenite can nucleate at the carbides (Song, Ping, Yin, Li, & Li, 2010) or pre-existing

retained austenite (Kimmins & Gooch, 1983). The austenite retained after welding may grow during

tempering and become less stable after growth. In addition, it has been reported that the precipitation of

M23C6 during tempering around 600°C can deplete Cr and C from both the martensite and retained

austenite phases, which renders the latter less stable and prone to martensitic transformation during cooling

after tempering (De Sanctis et al., 2013; Qin et al., 2008). Moreover, the reversed austenite formed during

tempering is more enriched in C and Ni compared to the retained austenite formed during the welding

process, which renders greater stability (Folkhard et al., 1988; Zappa, Svoboda, & Surian, 2013).

The effect of welding speed (0.75-1.2 m/min) on the tempered microstructures in the FZ and 

different HAZs was studied. However, no significant differences in the microstructure were observed for 

the range of welding speeds used, as corroborated from the microhardness measurements as discussed next. 
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Microindentation Hardness 

The hardness profiles across the FZ, HAZs and BM for the tempered welds, measured along the 

mid-thickness of a transverse section, are shown in Figure 6a-c. Similar trends were observed for the three 

welding speeds. Specifically, the microhardness appears to increase by about 7% from HAZ2 to HAZ4, 

where a maximum value occurs and then drop by about 9% in HAZ5, where a minimum value typically 

occurs (Table 3). For instance, examining the 1.0 m/min welding condition, the hardness evolves from a 

value of 289 ± 5 HV in HAZ2 to 294 ± 5 HV in HAZ3 and to a maximum of 310 HV in HAZ4. It is 

noteworthy that the narrow breadth of both HAZ2 and HAZ3 (~0.4-0.6 mm in width) limits the number of 

hardness measurements to 1–3 data points. Beyond the hardness maximum in HAZ4, the hardness 

decreased progressively and a minimum average value of 276 ± 6 HV was recorded in HAZ5. Compared to 

the as-welded condition, these microhardness values in HAZ2, HAZ3 and HAZ4 were lower by 55 ± 5 HV 

after post-weld tempering. The decrease in microhardness in HAZ2-HAZ4 after tempering may be due to 

(i) the formation of reversed austenite and tempered martensite (Sarafan et al., 2015), (ii) the release of

residual stresses and (iii) a decrease in the dislocation density (Dawood, Mahallawi, Azim, & Koussy,

2004).

The occurrence of a hardness maximum in HAZ4 after post-weld tempering is related to the 

maximum temperature experienced during welding, which is close to the Ac4 temperature in the single 

phase γ region, where partial or complete dissolution of the Cr-rich carbides (M23C6) can happen and lead 

to increased carbon supersaturation and lattice distortion of the martensitic matrix, and consequently higher 

hardness in the final microstructure (Candelaria & Pinedo, 2003). Alternatively, the decrease in 

microhardness from HAZ4 to HAZ5, until reaching the minimum average value in HAZ5 is related to 

further tempering of the microstructure. As discussed above, the tempered and untempered martensite in 

HAZ5 would undergo tempering with the possible formation of new Cr-rich carbides (M23C6) and reversed 

austenite (Lippold & Kotecki, 2005), which would cause softening relative to BM. Hence, the 

microhardness in HAZ5 is slightly lower than the value of the BM (294 ± 5 HV) after post-weld tempering, 

which was comparable to that reported for the as-received (i.e. normalized and tempered) BM (297 ± 12 

HV). The softening phenomenon in the HAZ5 of tempered CA6NM hybrid laser-arc welds is in agreement 

with previous reported work on EBW (Sarafan et al., 2015) and FCAW (Trudel, Sabourin,, Lévesque, & 

Brochu, 2014) of CA6NM.  

Figure 6d shows the effect of the welding speed on the hardness values in the FZ (including 

HAZ1). The average FZ hardness (Table 3) tends to increase progressively from 291 ± 7 HV to 304 ± 7 HV 

with increasing welding speed from 0.75 m/min to 1.2 m/min due to increasing refinement of the prior-

austenite grains (Lippold and Kotecki, 2005) that, in turn, decreases the packet and block size of the lath 

martensite structure. Also Hanamura et al. (2013) found that the grain boundary density, especially the high 

(a) HAZ2 (b) HAZ2 (c) HAZ3 (d) HAZ3

(e) HAZ4 (f) HAZ4 (g) HAZ5 (h) HAZ5

Figure 5 Microstructural evolution in the various HAZs of the weld assembled at 1.0 m/min.
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strength in the as-welded condition (Mirakhorli et al. 2014), post-weld tempering resulted in a decrease of 

about 100 MPa due to the reduced internal stress between the martensite laths as well as the lower 

dislocation density (Al Dawood et al., 2004). Moreover, the ultimate tensile strength of the welds in the 

post-weld tempering condition lies into the range of 796 - 1018 MPa (depending on the carbon content, 

tempering temperature and time) for a CA6NM alloy in the normalized and tempered condition (Akhiate et 

al., 2014).  

Table 4 Tensile strength and impact energy of the tempered CA6NM welds 

assembled at different welding speeds  

IASTM A743 standard in annealed and tempered condition; IIASME Sect. VIII Div.1; IIIALSTOM 

industrial specification. 

To better understand the tensile deformation, longitudinal sections along the tensile load direction 

near the failure location were examined for the three welding speeds, as shown in Figure 7. All the tensile 

specimens failed in the BM but near HAZ5, as observed in Figure 7a-c. A close-up observation in Figure 

7d-f demonstrates the presence of some pores near the failure locations which are deformed and/or 

elongated along the tensile loading direction. The porosity area fractions measured using an image analysis 

method on the original cast BM and the BM of the weld near the fracture location conducted at a welding 

speed of 1.0 m/min are, respectively, 0.12 ± 0.04% and 0.73 ± 0.3%, which indicates a noticeable increase 

in both porosity area and size during the tensile deformation. The observation of larger porosities in a 

greater number after the tensile failure can be due to (i) the growth of some pre-existing pores in the 

original cast BM and (ii) formation of new pores during the tensile deformation. The existing pores in the 

original BM can be gas bubbles and/or shrinkage porosity as shown in Figure 3a and Figure 8, the tensile 

fracture surface morphologies. Specifically, in Figure 8e, dendrite tips are clearly observed indicating the 

possible presence of shrinkage porosity in the BM. Clearly, the pre-existing porosity defects in the original 

cast BM can initiate tensile cracking, accelerate crack propagation, or even change the fracture path.  

Generally it was observed that the tensile cracks formed within the martensite matrix, i.e. between 

the martensite laths (Figure 7g-i) or at the primary delta-ferrite/martensite interfaces (Figure 7j-l). In 

particular, it was found that at an early stage, multi-cracks form within the martensite matrix (Figure 7g-i) 

or at the delta-ferrite/martensite interfaces (Figure 7j-k) and propagate, coalesce and link together into 

longer cracks, as shown in Figure 7h,i,l. The cracking mechanism within the martensite matrix is consistent 

with the formation of microvoids during tensile loading. The martensite matrix displays dimple features, as 

shown in Figure 8g-i. The necking appearing near the fracture locations in Figure 7a-c is an indicative of 

the ductile failure mode, which may involve initiation, growth and coalescence of microvoids during tensile 

deformation. The same crack generation process has been observed for ferritic-martensitic steels 

(Avramovic, Saleh, Jain, & Wilkinson, 2009; Kadkhodapour, Butz, Ziaei, & Schmauder, 2011). The 

differences in the localized deformation between the martensite particles or laths during tensile deformation 

may lead to separation of the bulk martensite or the martensite laths (Steinbrunner, Matlock, & Krauss, 

1988). As for the cracks propagating at the primary delta-ferrite/martensite interfaces, the poor bonding 

between the two phases may be responsible for the cracking. In addition, incompatibility of the plastic 

deformation between the primary delta-ferrite and martensite phases may induce local stress concentration, 

that can further aid interfacial decohesion between the two phases with the crack being aligned along the 

tensile loading direction. Due to limited quantity of primary delta-ferrite particles available, microvoid 

formation and growth inside the bulk martensite was predominately observed. In addition, some martensite 

softening is possible after tempering, which leads to a more homogeneous carbon content between the two 

phases (primary delta-ferrite and martensite). In particular, Lee et al. (2004) proved through wavelength-

dispersive spectroscopy that during tempering diffusion of carbon from martensite to ferrite occurs, which 

UTS (MPa) Failure location during 

tensile testing 

Charpy impact 

energy (J) 

Specification values ≥ 755
I

N/A ≥ 27
II
; ≥ 34

III

Welding speed 0.75 m/min 843.0 BM 40.0 

Welding speed 1.0 m/min 838.5 BM 41.0 

Welding speed 1.2 m/min  896.5 BM 45.5 
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can increase the strength of the primary delta-ferrite and the interfacial strength between the two phases. 

Hence the cracks formed at the primary delta-ferrite/martensite interfaces propagate into the martensite 

matrix, rather than in the delta-ferrite, as evidenced in Figure 7j-l.  

Charpy Impact Property 

The Charpy V-notch impact energies in the FZ of the welds assembled at the three different 

welding speeds are listed in Table 3. The impact energy values increased slightly with increasing welding 

speed from 40.0 J at 0.75 m/min to 45.5 J at 1.2 m/min. The minimum requirement according to ASME 

Sect. VIII, Div.1 and industrial hydraulic turbine manufacturing specification for Charpy impact tests is 27 

J and 34 J, respectively. Therefore, all welds have higher Charpy impact energies than the minimum 

requirement at -18°C. These results indicate that the recommended tempering conditions selected from 

ASME sec. IX are suitable for sufficiently reducing the dislocation density and internal stresses in the 

hybrid laser-arc welds through the tempering of martensite and formation of probably some reversed 

austenite. As mentioned previously, three possible phases are present in the FZ of the tempered hybrid 

laser-arc welds in CA6NM, namely tempered martensite, reversed austenite and delta-ferrite, each of which 

can influence the impact energy. For instance, Iwabuchi (2003) reasoned that the austenite in the vicinity of 

0.75 m/min 1.0 m/min 1.2 m/min 

(a)  (b) (c) 

(d) (e) (f) 

(g) (h) (i) 

(j) (k) (l) 

Figure 7 Microstructure along the tensile load direction near the tensile fracture surface of the welds 

assembled at welding speeds of 0.75 m/min (a,d,g,j), 1.0 m/min (b,e,h,k) and 1.2 m/min (c,f,i,l) 

100 µ m 
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the fracture tip undergoes martensitic transformation and acts as a shock energy absorber during the impact 

testing. Hence, the transformation of austenite to martensite during plastic deformation (transformed 

induced plasticity mechanism) absorbs additional energy, thereby improving the toughness (Bilmes et al., 

2001). On the other hand, the presence of delta-ferrite in a 13%Cr–4%Ni low carbon martensitic stainless 

steel can deteriorate the impact properties by decreasing the crack initiation and propagation energy and 

promote decohesion at delta-ferrite/martensite interfaces during fracture (Wang, Lu, Xiao, Li, & Li, 2010). 

0.75 m/min 1.0 m/min 1.2 m/min 

 (a)  (b)  (c) 

 (d)  (e)  (f) 

 (g)  (h)  (i) 

Figure 8 Secondary electron images of the tensile fracture surfaces for the welds assembled at welding 

speeds of 0.75 m/min (a,d,g), 1.0 m/min (b,e,h) and 1.2 m/min (c,f,i) 

Figure 9 shows the general overviews of the Charpy impact fracture surfaces for the welds 

assembled at the different welding speeds. The fracture surface topography of the weld assembled at 0.75 

m/min exhibits a high amount of porosities in the FZ, especially close to the root (Figure 9a), probably due 

to the collapse of the unstable keyhole at this low welding speed. At the higher welding speeds (1.0-1.2 

m/min), the observed porosity was lower, although some secondary cracks appeared to initiate from the 

porosity (Figure 9b,c,e,f). The fractographs indicate that the fracture mechanism seems to be a mixture of 

quasi-cleavage and dimple mode. For instance, the quasi-cleavage facets, as revealed in Figure 9g-i, are 

associated with tear ridges and suggest that plastic deformation is limited during impact loading of each 

welding speed condition. In the regions associated with the prior-austenite grains, the quasi-cleavage facets 

were separated by secondary cracks that exhibited parallel morphologies, which have a similar spacing 

distance to those observed between two adjacent delta-ferrite stringers in the FZ (Figure 4b). This 

observation suggests that the secondary cracks most likely propagate along the delta-ferrite 

stringer/martensite lath interfaces during Charpy impact loading, leading to the formation of quasi-cleavage 

facets in the FZ. Carrouge et al. (2004) also observed secondary intragranular cracks propagating along the 

delta-ferrite/lath martensite interfaces during Charpy impact loading of low carbon supermartensitic 

stainless steel and indicated that, when the dispersed delta-ferrite in the matrix possesses a spheroidised 

morphology (more analogous to the primary delta-ferrite in the BM), the initiated crack could not link up 

20 µm 20 µm 20 µm 

Porosity 

Porosity 
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and propagate as easily. It is noteworthy that the easy crack propagation along the delta-ferrite/martensite 

interface is consistent with that appearing along primary delta-ferrite plate/martensite interface in the BM 

during tensile loading of the hybrid laser-arc welds in this study.  

By contrast, on the fractographs of each weld, the presence of equiaxed dimples, resulting from 

the formation and coalescence of microvoids in the matrix, are shown in Figure 9j-l. The fracture surfaces 

reveal shallower dimple morphologies for the weld assembled at 0.75 m/min as compared to the deeper 

dimples for the welding speed condition of 1.2 m/min. The deeper dimple morphology represents greater 

plastic deformation and consequently a higher absorbed energy. As Dieter and Bacon (1986) indicated that 

the energy absorbed during impact loading increases with decreasing prior-austenite grain size, this can 

explain the slightly higher impact energy value obtained in the present study at the higher welding speed; in 

particular, a higher welding speed gives a faster cooling rate that can lead to a finer prior-austenite grain 

size and consequently finer lath martensite. 

0.75 m/min 1.0 m/min 1.2 m/min 

(a) (b) (c) 

(d) (e) (f)

(g) (h) (i) 

(j) (k) (l) 

Figure 9 Secondary electron imaging of the Charpy impact fracture surfaces for the welds assembled at 

welding speeds of 0.75 m/min (a,d,g,j), 1.0 m/min (b,e,h,k) and 1.2 m/min (c,f,I,l) 
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CONCLUSIONS 

Hybrid laser-arc welding (HLAW) of low carbon 13% Cr-4% Ni martensitic cast stainless steel 

CA6NM was performed at different welding speeds in butt joint configuration. The microstructures and 

mechanical properties were characterized after post-weld tempering at 600°C for 1 hour. 

• The fusion zone in the welded CA6NM alloy in the post-weld tempered condition mainly consisted of

a tempered lath martensite matrix with residual delta-ferrite formed at the prior-austenite grain and

sub-grain boundaries.

• Four different heat affected zones (HAZs) were distinguishable, each exhibiting a tempered martensite

microstructure after post-weld tempering. Coarse tempered lath martensite was observed in HAZ2 as

compared to HAZ3, due to the higher temperatures experienced in HAZ2 (i.e. into the single phase

delta-ferrite region) on heating during welding. The tempered martensite in HAZ4 and HAZ5 were

similar in appearance to that in the base metal under optical and scanning electron microscopy.

Reversed austenite and chromium carbides also possibly formed in the HAZ during the post-weld

tempering process, though not resolved using optical and scanning electron microscopy in this work.

• The average hardness in the tempered fusion zone increased slightly with increasing welding speed

from 291 ± 7 HV at 0.75 m/min to 304 ± 7 HV at 1.2 m/min, due to the refinement of the prior-

austenite grains and increased dislocation density. A hardness maximum appeared in HAZ4 near the

HAZ3/HAZ4 boundary while a hardness minimum was observed in HAZ5. Hardening in HAZ4 was

attributed to the high temperatures experienced during welding that would lead to carbide dissolution

and, in turn, carbon supersaturation of the untempered martensite; this pre-condition would result in a

harder martensite on tempering. Maximum softening in HAZ5 after post-weld tempering was due to

the transformation of untempered martensite to tempered martensite, the formation of reversed

austenite, and the double tempering effect of the tempered martensite already existing in HAZ5.

• The ultimate tensile strength of all the welds in the tempered condition ranged between 843 MPa and

896.5 MPa, which sufficiently meets the minimum requirement of 755 MPa according to the ASTM

A743 specification. The microstructure near the tensile fracture surface and from fractography

indicated dimple mode ductile features and the presence of two types of tensile cracks: (i) within the

martensite matrix, i.e. between the martensite laths and (ii) at delta-ferrite/martensite interfaces. The

predominant cracking mechanism within the martensite matrix is consistent with the formation, growth

and coalescence of microvoids during tensile fracture in the base metal of the welds. By contrast, the

delta-ferrite/martensite decohesion is probably due to their poor bonding, although interfacial

separation may be further aided by the local stress concentration caused by the differing plastic

deformability between the delta-ferrite and martensite phases.

• The Charpy notch impact energy values of the tempered welds increased slightly from 40.5 J to 45.5 J

with increasing welding speed from 0.75 m/min to 1.2 m/min; these values are well above the current

minimum requirements in ASME and turbine manufacturing industrial specifications. The slightly

higher impact energy at higher welding speed was attributed to the refined prior-austenite grains.

Mixed dimple-quasi cleavage fracture modes were observed with secondary cracks being present along

the delta-ferrite/martensite interface in the fusion zone. With increasing welding speed, the dimples on

the fracture surface were observed to be deeper, thereby corroborating the higher impact energy values.
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