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Abstract

The motivation to reduce overall vehicle weight within the automotive sector drives the substitution of
lightweight materials such as aluminium alloys for structural components. Such a substitution requires a
significant amount of development to manufacture structurally parts such that the energy absorption
characteristics are not sacrificed in the event of crash. The effects of the manufacturing processes on the crash
performance of automotive structural components must be better understood to ensure improved
crashworthiness.

This paper presents results of an experimental and numerical investigation of the crash response and energy
absorption properties of impacted hydroformed aluminium alloy tubes. The focus of the study is to understand
the interaction between tube hydroforming and axial crushing of seam-welded 76.2 mm outer diameter
AA5754 aluminium alloy tubes, of wall thickness 3.0 mm. In particular, the influence of the tube section
corner-fill radius and end feeding during the so-called "high-pressure” hydroforming process.

Tubes were hydroformed to various corner-fill radii and then impacted. Hydroforming experiments were
conducted using a fully instrumented 1,000 tonne hydroforming press at Aluminium Technology Centre and
impact experiments were performed using a deceleration sled test at the General Motors Technical Center in
Warren, Michigan. Results from axial crush testing showed that one of the most important parameters that
influence the energy absorption characteristics during crash was the thickness reduction caused by
circumferential expansion of the tube during hydroforming. It was found that that the energy absorption
decreased as the corner radius decreased, which results because of increased thinning. End-feeding pushes
material into the section, thereby increasing the formability of the tubes and reduce the wall thinning. It
contributes therefore to improve the energy absorption of tubular hydroformed structures. Sensitivity studies
of end feeding parameters, such as end feed level and profile, were carried out to evaluate their impact on the
energy absorption of the aluminium tubes. Finite element simulations of the crash experiments that consider
the entire forming history of the tube were developed using LS-DYNA. It was shown that simulation and
experimental results were in good agreement.
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Abstract. The motivation to reduce overall vehicle weight within the automotive sector drives the substitution of lightweight
materials such as aluminium alloys for structural components. Such a substitution requires a significant amount of development
to manufacture structurally parts such that the energy absorption characteristics are not sacrificed in the event of crash. The
effects of the manufacturing processes on the crash performance of automotive structural components must be better understood
to ensure improved crashworthiness. This paper presents results of an experimental and numerical investigation of the crash
response and energy absorption properties of impacted hydroformed aluminium alloy tubes. Crash experiments on hydroformed
tubes were performed using a deceleration sled test at the General Motors Technical Center. Results from axial crush testing
showed that an important parameter that influences the energy absorption characteristics during crash was the thickness
reduction caused by circumferential expansion of the tube during hydroforming. It was found that that the energy absorption
decreased as the corner radius decreased, which results because of increased thinning. Sensitivity studies of end feeding
parameters, such as end feed level and profile, were carried out to evaluate their impact on the energy absorption of the
aluminium tubes.
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INTRODUCTION hydroformed straight and S-rail aluminium tubes is
studied.

The use of aluminium is actually increasing for the The determination of the absorption energy of
manufacture of automotive frame structures in order to hydroformed tubes during a crash event can be
reduce their weight and their fuel consumption. obtained by both experimental tests and finite element
Moreover, the forming methods are also developing in simulations.. De  Kanter (3] ar}alyzed the
order to reduce the number of manufacturing steps and crashworthiness of straight tubes experimentally and
their associated costs. According to Asnafi et al. [1], by using analytical and numerical methods. The
the weight of the body structure can be reduced by up numerical results agreed well with experimental ones
to 50 % by using aluminium and new forming and but the analytical formulas gave limited accuracy.
joining techniques. Some automotive manufacturers Grantab e al. [4], Oliveira et al. [5] and Zheng et al.
are now using the hydroforming process to [6] have used successfully the finite element method to
manufacture specific structural frame components evaluate the crashworthiness of bent tubes. To obtain
such as the side members. According to Mortimer [2], accurate finite element solutions for crash events,
the growing use of hydroformed parts is attributed to crash models should account for the forming history of
increased strength and rigidity, weight and parts hydroformed tubes. Kirby ez al. (7] observed an
reduction and improvement of crashworthiness. In a increase of about 9 % of the absorption energy of a
larger project involving General Motors, the hydr(')formed part during a crash simulation when the
University of Waterloo, Queens University and the forming results were mapped.

Aluminium Technology Centre, the crashworthiness of
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D'Amours et al. [8] compared predicted results of
tube wall thickness reductions to measured ones. They
showed that finite element simulation results are
generally comparable to those measured when using
solid elements for the hydroforming simulations. As
observed by D'Amours et al. [8], the tube wall
thinning at the half length of the hydroformed tubes is
firstly a function of the maximum end feed level
applied during the hydroforming operation. However,
the profile of the end feed load curve can also affect
the tube wall thinning. As these tubes will be used as
automotive frame components, it is indispensable to
know the effect of these variations of tube wall
thickness reductions on their absorption energy.

Williams et al. [9] evaluated the absorption energy
of hydroformed tubes without end feed. In the case of
a low pressure hydroforming process, a decrease of the
absorption energy was observed with sharper corner
fillet radii for tubes formed. This paper will allow
observing the variations of absorption energies of
tubes hydroformed with different insert sets for high
pressure hydroforming and end feed loading. In order
to improve the absorption energy of hydroformed
tubes, sensibility studies will be realized to identify the
end feed load curves that maximize absorption energy.
Similar numerical sensitivity studies of bending
process parameters on crashworthiness of bent tubes
were done by Oliveira ef al. [5].

VALIDATION OF NUMERICAL
MODELS

Measure of Crush Forces

Crash tests have been performed by General
Motors on aluminium tubes previously hydroformed at
the Aluminium Technology Centre. A horizontal sled
was used to simultaneously crash two identical tubes
during each test. To easily initiate a first fold of the
tube wall at the beginning of the crash, crash beads
(fold initiators) were incorporated on two opposing flat
sides of the tube. Tube ends were cut to length and
clamps attached to the ends. Figure 1 shows tubes and
fixtures used to clamp the tubes for horizontal sled
impact.

Load cells measured the crush force transmitted to
each of the two tubes during each test. From measured
crush distance, it was possible to continuously
evaluate the absorption energy. The mean crush force
is finally computed during the crash event as the ratio
of the absorption energy with the crush distance.
Results of some measured mean crush forces from
differently hydroformed tubes are shown in figure 2.
As anticipated, the mean crush force is widely

influenced by the hydroforming process. In figure 2,
at the same crush distance of 200 mm and for the same
end feed level of 44 mm, the tube hydroformed up to
corner fillet radii of 12 mm absorbed more energy
relative to the one that were hydroformed up to radii of
6 mm. For the same 6 mm corner-fill radii, the tube
hydroformed with the high end feed of 64 mm is the
one that absorbed the highest energy relative to the one
hydroformed with a final end feed of 44 mm.
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FIGURE 2. Measured crush forces of some differently
hydroformed tubes

Successive Finite Element Simulations

To obtain realistic absorption energies during
simulations of the crash events, it is important to
incorporate the results from the hydroforming
simulations into the crash models. The method that is
generally used with the commercial finite element
code LS-DYNA is related to a file called *"dynain"
which possesses the tube mesh and the finite element
solutions at each integration point. Between the
simulation of the hydroforming operation and the
crash event, other simulations such as the springback
of the tube during the opening of the die, the creation



of the crash beads and finally the tube trimming was
performed. Each one of the successive simulations
include the deformed mesh and the finite element
results of the previous ones with the corresponding
“dynain" file.

Shell elements of size 4x4 mm were used in the
hydroforming simulations in order to save
computational time. A conventional piecewise linear
plasticity material model was used to reproduce the
behavior of the aluminium AA5754. The explicit
solver of LS-DYNA was used to perform the
simulation of the hydroforming operation. The
simulation of the tube springback was then realized
with the implicit solver of LS-DYNA. For the creation
of crash beads on two opposite surfaces of the
hydroformed tube, a specific finite element model was
developed for the tools used to create the beads. Figure
3 shows the hydroformed tube after the creation of the
two beads of 5 mm depth. Also shown in figure 3, both
circular ends of the tube were trimmed to reduce the
number of elements for the crash simulation.
HYDROFORMED TUBE IMPACTED BY A MOVING WALL

Time = L]

UPPER BEAD

e

LOWER BEAD
FIGURE 3. Crash beads created

After performing the finite element simulations for
a specific insert set and end feed level and preserving
the finite element solutions in the dynain files, the
crash simulation is executed. A rigid wall moving in
the axial direction of the tube, crush its free end. The
nodes of the other tube end are constraints in
translation and rotation during the crash. To calculate
the accumulated energy of the horizontal sled prior the
crash event, the parameters defined in table 1 are used
for the rigid wall.

TABLE 1. Parameters used for the rigid wall.

Mass Initial velocity
(gram) (mm/msec)
560.0E+3 7.0
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During the crash simulation, the contact force
between the rigid wall and the free tube end is
automatically computed by LS-DYNA. The evolution
of the mean crush force as function of the crush
distance is the computed from these data. The
experimental crash tests corresponding to the three
different hydroforming cases and for which the results
are shown in figure 2, were simulated numerically.
The predicted results are shown in figure 4.

Predicted mean crush force (kN)

ool —R12mm EF44mm
== R6mm EF44mm
; ===R6mm EF64mm
0 :
0 50 100 150 200 250

Crush distance (mm)
FIGURE 4. Predicted mean crush forces

The predicted curves were generally similar to the
experimental ones except for the first peak loads
which are all under-predicted. These variations can be
attributed to the presence and the behavior of the beads
used during the crash. Predicted mean crush forces at a
crush distance of 200 mm are compared to the
experimental ones by varying both the corner fillet
radii and the end feed levels. Results are shown in
figures 5 and 6.
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FIGURE 5. Mean crush forces for different radii

Both figures show that the predicted values under-

predict lightly the experimental ones. However, they

follow almost the same increasing tendency with



respect to the corner fillet radius and end feed level.
These results confirm that the finite element method is
an adequate tool to predict the crashworthiness of
differently hydroformed tubes.
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FIGURE 6. Mean crush forces for different end feed
levels

CRASHWORTHINESS
IMPROVEMENT

Influence of Corner Fillet Radii and End
Feed Level

The previous section confirmed that the corner-fill
radii, and the maximum end feed level used during
hydroforming  operation, can increase  the
crashworthiness of the aluminium tubes during a crash
event. It was important to determine which
combination of corner fillet radii and end feed level
lead to the highest crush force and improved the
crashworthiness of the aluminium tubes. Sensitivity
studies will be performed and one parameter will be
varied at a time and all the successive finite element
calculations will be performed in order to evaluate the
corresponding mean crush force.

For the first sensitivity analysis, the 6 mm insert set
was used for the hydroforming simulation and the
maximum level of the end feed loading was varied
from 4.1 mm (end feed used during the sealing
operation of the tube) to 94.1 mm, by increments of 10
mm. For each different maximum end feed level, the
shape of the normalized end feed load curve was
preserved but scaled by the maximum level.
Successive simulations from the hydroforming up to
the crash are performed for each different end feed
load curve. Figure 7 shows the predicted mean crush
forces at 200 mm crush distance.
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FIGURE 7. Predicted mean crush forces for the insert
set of 6 mm and different end feed levels

Results show that there is always an increase of the
absorption energy of the aluminium tube when the
maximum end feed level increased during the
hydroforming operation. From the first load case with
the maximum end feed of 4.1 and the last one of 94.1
mm, the mean crush force is passed from 39 to 67 kN,
which corresponds to an increase of 72 % for the 6
mm insert set. This increase of absorption energy can
be attributable to the increase of tube wall thickness
due to the increasing maximum end feed level used
during the hydroforming operation.

A second sensitivity analysis was performed by
varying the corner-fill radii of the aluminium tubes
during the hydroforming operation while maintaining
the same end feed level. Six different corner-fill radii
from 6 mm to 36 mm by increment of 6 mm were
analyzed and the maximum end feed level was fixed to
4.1 mm. Results are shown in figure 8.
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The absorption energy of the aluminium tubes
decreases when the corner-fill radius of the
hydroformed tubes becomes smaller. From the insert
set with 36 mm radius to the 6 mm one, there is a
reduction of 48 % of the mean crush force for the
hydroformed tubes.

Influence of the End Feed Load Curve Shape

Raising Time Variation

Previous analysis showed that the final amplitude
of the end feed load curve used during the
hydroforming operation has an influence on the
absorption energy of the tubes. The shape of the end
feed load curve used for the hydroforming operation
will be now investigated. For the present analysis, the
raising time of the end feed following the sealing
operation of the tube will be reduced and then
increased by the use of ten different end feed curves.
This raising time represents the moment corresponding
to the beginning of the end feed during the
hydroforming operation. Ten different raising times
will be defined for the analysis and the original end
feed load curve with the maximum level of 64 mm
will be modified to create the new ones.

Figure 9 shows three different curves with different
raising times. The original end feed load curve has a
raising time of about 0.189 msec. The case 4 of the
new end feed curves is the one which is the most
similar to the original one. In figure 9, case 1 and case
10 represent the raising times that are the most distant
from the case 4.
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FIGURE 9. New end feed load curves with different
raising times

One hydroforming simulation was performed for
each of the ten different end feed load curves. The 6
mm insert set was used for the simulations.
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Springback, creation of crash beads, trimming and
crash of the resulting tube have been successively
performed for each case. The resulting mean crush
forces are shown in figure 10. The variation of the
mean crush force corresponding to the ten different
cases is about 3 %, which is negligible. Thus, mean
crush force of the differently hydroformed tubes was
almost insensitive to different raising times used to
define the end feed load curves.
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FIGURE 10. Predicted mean crush forces
Variation of the End Feed Load Curve Slope

Always hoping to increase the absorption energy of
the hydroformed tubes, the shape of the end feed load
curve was once again investigated. The raising time of
the curve is now fixed at 0.189 msec and the slope of
the curve following this time is modified. Ten different
slopes were used for this sensitivity analysis and the
one (case 3) that is the most similar to the original end
feed curve is shown in figure 11. The two extreme
cases with lower and higher slopes are also shown in
figure 11.
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Tubes are once again hydroformed up to corner-fill
radius of 6 mm for the ten different end feed load
curves. All the successive finite element simulations
leading the crash event for each hydroformed tube
have been performed. The computed mean crush
forces obtained for the ten different slope cases are
shown in figure 12.

so[ .
Z Chse 1 CaseSt o r——
= : Case[10
345 """""""""""""""""""""""""
Re)

L

o 30r

=

Q

&

@ 15

=
o i i i i
0.85 1 1.15 1.3 1.45

Scale factor of the
highest end feed slope

FIGURE 12. Predicted mean crush forces

Results show that there is a small decrease of the mean
crush force when the scale factor of the slope of the
end feed curve increases. The linear fitting allows
predicting a reduction of 9 % of the mean crush force
between the case 1 and the case 10. This process
parameter plays a more important role on the
absorption energy of the aluminium tubes than the
raising time of the end feed load curve. Nevertheless,
the observed variation of the mean crush force is not
enough to consider this parameter an important factor
when hydroforming aluminium tubes.

CONCLUSION

Aluminium straight tubes were hydroformed at the
Aluminium Technology Centre with different insert
sets and end feed levels. The hydroformed tubes have
been thereafter crash tested at General Motors
Technical Center in order to evaluate their absorption
energy. As expected, the different tube shapes with
different wall thickness reductions led to different
amounts absorption energy. Finite element models
were developed to simulate these crash events. The
solutions obtained from the finite element simulations
allowed to obtain mean crush forces similar to the
experimental ones.

With the developed and validated finite element
models, it was possible to analyze the influence of
some process parameters related to the hydroforming
operation on the absorption energy of aluminium
tubes. Sensibility studies of the corner-fill radii, the
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maximum end feed level and the shape of the end feed
load curve were performed. The parameter that has
the highest influence on the absorption energy is the
corner-fill radius of the hydroformed tubes. However,
when the corner-fill radius of the hydroformed has to
be kept small, it is possible to increase considerably
the absorption energy of the tubes by increasing the

maximum end feed level applied during the
hydroforming operation.
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